
NASA-TM-II2839

Elevated Temperature Compressive Properties
of Zr-Modified NiAI
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Small Zr additions are known to substantially affect the deformation behavior and strength of po-

lycrystalline NiA1, yet little information is currently available regarding the high-temperature prop-
erties of such alloys. Utilizing prealloyed powder technology, a series of four NiA1 alloys have been
produced containing from 0.05 to 0.7 at. pct Zr. The creep behavior of these alloys was characterized
in compression between 1000 and 1400 K at strain rates ranging from -0.1 to 10 -9 s-t. All the Zr-
modified alloys were significantly stronger than binary NiA1 under lower temperature and faster
strain-rate conditions; however, the single-phase materials (Zr < 0.1 at. pct) and binary NiA1 had
similar strengths at high temperatures and slow strain rates. The two-phase NiAI-Ni2AIZr alloys
containing 0.3 and 0.7 at. pet Zr had nearly identical strengths. While the two-phase alloys were
stronger than the single-phase materials at all test conditions, the degree of microstructural damage

in the two-phase alloys due to internal oxidation during testing appeared to increase with Zr level.
Balancing the poor oxidation behavior with the consistent strength advantage of the two-phase alloys,
it is concluded that optimum elevated-temperature properties could be obtained in Heusler-strength-

ened NiAI containing between 0.1 and 0.3 at. pct Zr.

|. INTRODUCTION

ALTHOUGH the B2-ordered intermetallic NiAI has a

number of promising properties that make it an attractive re-
placement material for superalloys (i.e., high melting point,
good thermal conductivity, moderate density, and excellent
oxidation resistance), it has poor elevated-temperature strength

and is seriously lacking in low-temperature tensile ductility
and toughnessY -Sj Simple third-element additions have been
and are currently being investigated as a means to improve
both of these deficiencies. For example, small (<0.3 at. pct)
amounts of Fe, Ga, or Mo may improve the low-temperature
tensile ductility of NiA1 single crystals,Vl while 0.3 to 1 at.

pct Hf or Ta containing NiA1 single crystals have high-tem-
perature creep properties approaching those of first-generation
single-crystal Ni-based superalloys.V.5-7]

Unfortunately, while polycrystalline, nominally equia-
tomic NiAI routinely can be deformed from 0.5 to 3 pet in
tension at room temperature, Is1third-element additions have

not produced any significant improvement in ductility, tn
fact, most alloying additions to polycrystalline NiAI (with
the possible exceptions of W, [9] Be, [_°] and N [_j]) tend to
decrease the room-temperature ductility and increase the
brittle-to-ductile transition temperature (BDTT). t4m Ele-
vated-temperature strength of polycrystalline NiAI, on the
other hand, can be significantly affected by third-element
additions. Polvani eta/. It2] demonstrated in 1976 that re-

placement of about 10 at. pet AI with Ti will yield poly-
crystalline NiAI-Ni,_A1Ti alloys with creep properties
approaching those of Ni-based superalloys. Much smaller
alloying additions, a few percent or less, of Re,[g] or Hf,
Nb, and TaIt3; also have been reported to significantly in-
crease the elevated-temperature strength of polycrystalline
NiA1 under fast strain-rate conditions. However, under
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high-temperature and slow strain-rate conditions, the ef-
fectiveness of third-element additions, at least for Hi_4] and

Nb,I_51 is dramatically decreased.
In other work by Raj and co-workers,lZ6-'71 even smaller

additions of Zr, on the order of 0.05 at. pet, were also
shown to be extremely effective in strengthening NiAl, at
least at strain rates of 10 -4 s-_. Coupled with the extremely
potent strengthening effect of Z_4'6._7j is the substantial in-
fluence of this element on the overall mechanical behavior

of NiAh For example, 0.05 at. pct Zr increases the brittle-
to-ductile transition temperature of NiA1 from 550 to nearly
850 K,itr.tv; while an alloying addition of 0.1 at. pct Zr
raises the BDTT to 1050 K. [_sl The increase in brittle-to-

ductile transition temperature has been attributed to the seg-
regation of Zr to the grain boundaries in NiA11'91 and the
subsequent inhibition of grain boundary deformation mech-
anismsY 7.2°1Small (0.1 at. pct) additions of Zr also dra.

matically alter the low cycle-fatigue behavior of NiAI at
1000 K.1-'q By reducing creep damage, low levels of Zr
significantly increase the response stresses and fatigue life
of NiA1 at low strain ranges. However, fatigue life at highe_

strain ranges is reduced compared to binary NiAI due to
the lack of tensile ductility in NiAI-0.1Zr. Finally, small

amounts of Zr vastly improve the cyclic oxidation behavior
of NiAl(22; to the point where all oxidation-resistant nickel
aluminide coatings or alloys contain Zr or some other re-
active alloying addition.

in spite of all the research on NiAI alloyed with small
amounts of Zr, no further efforts to exploit its strengthening

effects have been undertaken. Regardless of the BDTT li.
ability produced by Zr, it still is important to define the
limits of this element in its ability to strengthen NiAI at
elevated temperatures. If small Zr additions are able to pro-
vide effective creep resistance in polycrystalline NiAI, then
such alloys should be studied with the intention of trans-
ferring the strengthening mechanism(s) to more ductile
NiAl-based matrices or, alternatively, improving the

low-temperature properties of the strong alloys.
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Table 1. Chemistry, Characterization, and Processing Conditions for NiAI Alloys Containing Various Levels of Zr

Lattice Parameter

Material ID Composition (At. Pct) (nm)

(Heat Number) AI C N O Zr NiAI* Ni2A1Zr** Consolidation Parameters

Grain

Size (/xm)*

NiAI-0.05Zr: (P896) 50.3 0.018 0.0015 0.021 0.048 0.28815 --

NiAI-0.1Zr"(Pl187) 50.2 0.014 0.0018 0.049 0.094 0.28814 --

NiA1-0.3Zr (P1423) 49.0 0.011 0.0006 0.079 0.28 0.28831 0.606

NiAI-0.7Zr(P1424) 49.5 0.007 0.0006 0.079 0.74 0.28823 0.609

NiA1 (P541) 50.6 0.011 -- 0.017 0.0 0.28836 --

extrusion at 1400 K--16:l 12

extrusion at 1400 K--16:l 9

hipping at 1533 K--241 MPa for 5 h 50

hipping at 1533 K--241 MPa for 5 h 41

extrusion at 1400 K--16:I 20 to 33 II_'a71

'Standard deviations of _1 /xm for 0.05Zr and 0.1Zr and -5 p,m for 0.3Zr and 0.7Zr.
* + 0.00004 nm.
** _+0.002 nm.

:Same lot of powder used in Refs. 16, 17, and 20.
_Also contains 0.005 at. pct Hf.

iaii:..................

i (c)

Fig. l--As-received microstructure of NiA] containing various amounts of" Zr: (a) 0.05Zr, (b) 0.1Zr, (c) 0.3Zr, and (d) 0.TZr. The extrusion axis for
samples (a) and (b) is horizontal.

In order to determine the ability of minor Zr alloying

additions to provide strength at elevated temperatures, four

heats of prealloyed NiAI containing from 0.05 to 0.7 at. pct

Zr were obtained, consolidated, and compression tested at

temperatures between 1000 and 1400 K at strain rates rang-

ing from about 0.1 to l0 -9 s -l. In addition, faster strain rate

(>10 6 s-_) testing of a binary NiA1 between 900 and 1100

K was undertaken to provide a basis for comparison of

strengths at lower temperatures. The results from the me-

chanical-property testing and its accompanying light optical

metallographic studies are documented in this article.
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Fig. 2--X-ray diffraction intensity-diffraction angle scan from NiAI-
0.7Zr. All peaks not specifically identified as Ni2AIZrare from the NiAI
matrix.

II. MATERIALS AND EXPERIMENTAL
PROCEDURES

Four heats of prealloyed NiAl + Zr powder were pur-
chased from Homogeneous Metals, Inc., Clayville, New
York and sieved to a -100/+325 mesh size (Table I). Ap-
proximately 400 g of powder from each heat were vacuum
sealed in 51-mm-diameter mild steel extrusion cans with a

6.3-mm wall thickness. While the 0.05 and 0.1Zr (all com-
positions are reported in at. pct) heats were successfully
extruded at 1400 K with 16:1 reduction ratio, attempts to
densify the 0.3 and 0.7Zr powders at 16:1, t2:1, or 8:1
reduction ratios were not successful. Hence, powders from
the two higher Zr content alloys were vacuum sealed in
thin-wall, 96-ram diameter by 150-ram long, stainless steel
cans, which were subsequently consolidated by hot isostatic
pressing ("hipping") at 1533 K and 241 MPa for 5 hours
(Table I).

Typical microstruetures of the four materials after den-
sification are presented in Figure 1, which illustrate that all
the alloys were fully consolidated after either extrusion
(Figures l(a) and (b)) or hipping (Figures l(c) and (d)).
Measurement of the grain sizes (Table l) revealed that the
average dimension for the extruded alloys (0.05 and 0. IZr)
was about I0 p.m, which was about a factor of four smaller

than that for the hipped materials (0.3 and 0.7Zr). Under
light optical microscopy conditions, no evidence of second
phases could be seen in either of the low Zr-content alloys
(Figures l(a) and (b)); however, clear indications of pre-
cipitation were visible in the two higher Zr-containing ma-
terials (Figures l(c) and (d)). X-ray diffraction examination
of NiAl-0.7Zr (Figure 2, Table I) identified the precipitates
as the Heusler-phase Ni2AIZr in a NiA1 matrix. Tentative
identification of Ni2A1Zr precipitation was also made for
NiAI-0.3Zr based on the appearance of one non-NiA1 dif-
fraction peak. The X-ray spectra for both NiAI-0.1Zr and
NiA1-0.05Zr were indicative of single-phase, polycrystal-
line B2 crystal-structure materials.

The NiAI lattice parameters for all four alloys are con-
sistent with the measured A1 levels (Table I), as the lattice
parameter values agree with those determined for near-stoi-
chiometric, binary NiA1 compositions.t4J In terms of impu-

rities, the two higher Zr-content alloys contain much more
oxygen than either NiA1-0.1Zr or NiA1-0.05Zr. On the other
hand, NiA1-0.3Zr and NiAI-0.7Zr have slightly less carbon
and nitrogen then the lower Zr-containing materials. Of
these differences, it is probable that some of the oxygen in
NiA1-0.3Zr and NiA1-0.7Zr is in the form of ZrO 2. Only
NiAI-0.1Zr was found to contain any significant substitu-
tional impurity; in this case, about 0.005 pet Hf was
observed (Table I). As Hf is also a Heusler-phase former,
the overall effect of this element is to bring the total amount
of Ni2AlX-forming elements to 0.1 pet.

Compression samples were fabricated by wire electro--
discharge machining (EDM) about 5.5-mm diameter by

-55-ram long cylindrical bars with length parallel to the
extrusion axis (0.05 and 0.1Zr) or long axis of the hot iso-

static press can (0.3 and 0.7Zr). After the surface damage
from EDM was removed by centerless grinding to a nom-

inally 5-ram diameter, the 55-mm lengths were wire EDM
cut into 10-mm-long sections. These were then made into
true right cylinders by grinding the ends flat and parallel.

The compression specimens were subjected to both con-
stant-velocity and constant-load creep testing in air at tem-
peratures between 1000 and 1400 K. All specimens were
tested in the as-consolidated condition. Constant velocity
experiments were undertaken in a universal testing machine
operating at speeds ranging from 2.1 mm/s to 2.1 × 10 "
ram/s, where the samples were loaded between two solid
SiC rams. The autographically recorded load-time charts
were converted to true stresses, strains, and strain rates via
the offset method and the assumption of conservation of
volume. The compressive creep response of the Zr-contain-
ing NiAi specimens was measured by a linear variable dif-
ferential transducer (LVDT) which monitored the relative
positions of the ceramic push bars applying a constant load.
The contraction readings were stored in a data-acquisition
system as a function of time. Following completion of each
creep experiment, the results were normalized with respect
to the final specimen length and converted into true stresses
and strains by also assuming a constant volume.

As-received and selected post-tested specimens were
metallurgically mounted as longitudinal sections, polished,
and examined in a light optical microscope in the unetched
and etched states. All materials were etched with a solution

of 50 ml HF, 150 ml H20 mixed with 100 g molybdic acid
and usually photographed under differential interference
conditions (DIC) to improve grain-boundary definition for
grain-size measurements.

!Ii. RESULTS

A. Mechanical Properties

Examples of the true compressive stress-strain curves ob L
tained from constant-velocity testing are presented in Fig-
ures 3 through 6. Behavior of all four materials is shown
as a function of nominal strain rate for 1100 and 1300 K

testing in Figures 3 and 4. These figures illustrate that the
strength of the Zr-modified nickel aluminides decreases
with decreasing strain rate at all test temperatures. Several
general trends were noted, in particular, lower temperature
and faster strain rates (Figure 3) led to continuous work
hardening in all compositions. Also, higher temperature and
slower strain rates (Figure 4) generally led to stress-strait'
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Fig. 3--True 1100 K compressive stress-strain curves as a function of strain rate for NiAI alloys _htaining (a) 0.05Zr, (b) 0.1Zr, (c) 0.3Zr, and (cD0.7Zr.

diagrams with work hardening over the first 1 pet strain

followed by continuous flow at a nominally constant stress.

Occasionally, examples of work hardening to a maximum

stress which was then succeeded by strain softening (Fig-

ures 3(c) and (d) and 4(c)) also were seen at all test tem-

peratures.

The effect of Zr content on elevated-temperature strength

is better demonstrated in Figures 5 and 6 for several tem-

perature-strain rate combinations. Figure 5 illustrates the

stress-strain behavior for the NiAI + Zr alloys at 1200 K

but also is representative of behavior at lower temperatures.

At these temperatures for both fast (Figure 5(a)) and slow

(Figure 5(b)) strain rates, strength basically increases with

increasing Zr level. This is no longer true for the Zr-con-

taining alloys at and above 1300 K, where at each particular

strain rate both the 0.3 and 0.7Zr alloys have approximately

the same strengths (Figure 6). There still exists, however,

a distinct difference in strength between simple solid-so-

lution-hardened alloys and the two-phase compositions.

This can be directly seen in Figure 6 and through compar-
ison of the 1300 K stress-strain curves of the 0.05 to 0.1Zr

alloys to those for 0.3 to 0.7Zr in Figure 5.

Typical compressive creep curves from the constant-load

experiments are presented in Figure 7. All test conditions

resulted in a small amount of primary strain followed by

steady-state creep and in a few cases apparent tertiary

creep. Nine of the ten creep tests were conducted under

single-load conditions, while for the tenth sample (0.7Zr-

1300 K, Figure 7(b)), the engineering stress was increased

from 20 MPa to 31.2 MPa at -420 ks. For all practical
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Fig. 4--True 1300 K compressive stress-strain curves as a lhnction of strain rate tbr NiAI alloys containing (a) 0.05Zr, (b) 0.1Zr, (c) 0.3Zr, and (a') 0.7Zr.

purposes, this stress jump did not result in any transient

creep at the higher stress level. It appeared that this speci-

men was in steady state prior to and immediately following

the stress increase.

True compressive flow stress (o-)-strain rate (_)-temper-

ature (T) behavior of the Zr-doped NiA1 alloys is presented

in Figure 8, where the flow stress was taken at 3 pct strain

from the stress-strain diagrams (Figures 3 through 6) and

from the steady-state regime of the creep curves (Figure 7).

In addition to the present results, Figure 8(a) also contains

some tensile test data (both constant-velocity and constant-

load creep data) from Bowman and Noebe 12-_1for the same

lot of NiA1-0.05Zr. Comparison of the tensile and com-

pressive results for the 0.05Zr composition reveal little, if

any, dependency on the test method or stress direction.

Likewise, the constant-load compression creep results for

0.1Zr at 1200 K (Figure 8(b)) and the 1100 to 1400 K creep

tests of 0.3Zr (Figure 8(c)) and 0.7Zr (Figure 8(d)) are con-

sistent with the constant-velocity data.

Utilizing Figure 8(a) as an example, the o-_-T properties

appear to fall into three regimes: the fastest strain rate/lower

temperature data follow a temperature-compensated expo-

nential stress law (Eq. [1]); the slower strain rate/higher

temperature data conform to a temperature-compensated

power law (Eq. [2]); or, in some cases, the simpler con-

stant-temperature version of Eq. [2].

= A • exp (Co-) • exp (-Q/RT) [1]

-- B- or" • exp (-Q/RT) [2]
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In these equations, A and B are constants, C is the expo-
nential stress constant, n is the stress exponent, Q is the
activation energy, and R is the universal gas constant. Suit-
able groups of data were fitted to Eqs. [1] and [2] by linear
regression techniques, and the resultant constants, stress ex-
ponents, activation energies, and appropriate statistical par-
ameters, including the standard deviations for the stress
constant (_;c), stress exponent (6,), activation energy (6{)),
and coefficient of determination (R;_), are listed in Table ll.
Additionally, the curves from the regression analyses are
plotted in Figure 8, where the exponential stress fits (Eq.
[1]) are shown as dashed lines and the power law fits (Eq.
[2]) are represented by solid lines.

All four Zr-containing alloys possessed clearly defined
temperature-stress regimes (Figure 8), where the tempera-
ture-compensated exponential law (Eq. [1]) was the

appropriate descriptive equation. Application of the tem-
perature-compensated power law (Eq. (2)), however, re-
quired some judgment. In particular, examination of the
data for both solid-solution alloys (Figures 8(a) and (b))

strongly suggested that the stress exponent for the highest
test temperature was different than that for the lower tem-
peratures. Hence, the 1300 K results for NiA1-0.05Zr (Fig-
ure 8(a)) and the 1400 K data for NiAI-0.1Zr (Figure 8(b))
were fitted with the constant-temperature version of Eq. [2],
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Fig. 6_True 1400 K compressive stress-strain curves for several NiAI
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while the lower-temperature data were simultaneously fitted
as functions of temperature and stress. A similar change in
deformation behavior was not observed for either the NiA1-

0.3Zr (Figure 8(c)) or NiAI-0.7Zr (Figure 8(d)). Instead,
Eq. [2] was applicable over all test temperatures for the two
Heusler-containing alloys.

Both visually in Figure 8 and by the coefficient of de-
termination in Table If, it can be seen that Eqs. [1] and [2]
fit the experimental data reasonably well. The regimes of
G_-T data currently described by the temperature-compen-
sated exponential stress law in Figure 8 were also fitted to

Eq. [2]; however, in each instance, the temperature-com-
pensated power law analysis resulted in a poorer fit (Table
II).

B. Post-Test Microstructures

Following compression testing, a number of samples
were examined by light optical metallography techniques

to assess changes in the microstructure. In the unetched
condition, it was clear that the Zr-modified alloys were sus-

ceptible to internal oxidation with the degree of attack in-
creasing with increasing Zr content. Overall, shorter
term/lower temperature testing did not produce any dam-
age, but longer term/higher temperature conditions led to
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Fig. 7--True compressive creep curves for (a) 0.3Zr and (b) 0.7Zr NiAI-
based alloys tested under a variety of conditions.

visible attack. Some examples of this behavior can be seen
in Figure 9 for test specimens subjected to the highest tem-
perature, longest term constant-velocity conditions. Minor
intergranular oxidation was noted in 0.05Zr after very slow

compression testing at 1300 K (Figure 9(a)) and 1200 K.
Similar structures were also found in 0.1Zr after overnight

testing at 1400 K (Figure 9(b)) and a 5-day experiment at
1300 K at -2 x 10 -7 s-'. Little attack was seen in 0.1Zr

following long-term 1200 K testing. Relatively severe in-
ternal oxidation, to a depth of about 100/zm, took place in
both the 0.3Zr (Figure 9(c)) and 0.7Zr (Figure 9(d)) after
being compressed for about 18 hours at -2 × 10 -6 s-' and
1400 K. Reduction of the temperature to 1300 K did not
diminish the degree of attack in overnight testing of 0.7Zr;
however, only minor intergranular oxidation occurred in
0.3Zr compressed under similar conditions. Neither of these

two-phase alloys exhibited any grain-boundary oxidation
after 1200 K testing.

In general, little microstructural damage in terms of the
formation of internal cracks or pores was seen in any tested
samples; however, some short transverse and/or intergran-
ular cracking was found near the specimen surfaces after
fast strain rate/lower temperature testing of all alloys. Eval-
uation of the post-test grain sizes after a variety of test
conditions (Table Ill) revealed little change from the as-
received values (Table ]). The only exceptions being the
two solid-solution alloys after their severest (longest term,

highest temperature) testing, where some grain growth ap-
peared to take place.

IV. DISCUSSION

A. Zr./'or Effective Strengthening

The primary purpose of this work was to determine if
polycrystalline Zr-modified NiA1 possessed any significant
elevated-temperature strength advantage over binary nickel
aluminide. Comparison of the flow stress-strain rate behav-
ior of the Zr-modified alloys to NiA1 is presented in Figure
10. Because little _-o- data exists for binary NiAI at faster
strain rates (_:> 10 -_ s-') at and below 1100 K, constant-

velocity testing of extruded Ni-50.6A1 was undertaken be-
tween 900 and 1100 K. The results of this testing are

reported in Appendix A and the appropriate data are util-
ized in Figure 10.

It is explicit in Figure 10 that Zr additions to NiAI pro-
mote significant strengthening at 1000 and ! !00 K (Figures
10(a) and (b)); for example, the strength of NiA1-0.7Zr is
eightfold that of binary NiAI. Furthermore, this advantage
is maintained to very low strain rates at these two temper-
atures. At 1200 K (Figure 10(c)), however, the superior
deformation resistance of NiAI alloyed with Zr begins to
abate. The existing data demonstrate, for instance, that the
strength advantage of NiA1-0.05Zr over NiAI at higher
strain rates (>10 -_ s-_) lessens as the deformation rates
decrease. With another 100 K increase in temperature, the
relative advantage of the Zr additions is further diminished,
whereas at 1300 K (Figure 10(d)) NiAI-O.7Zr is only about
three times stronger than NiA1 in comparison to the factor
of 8 increase at 1100 K (Figure 10(b)). Last, it can be seen
at 1400 K (Figure 10(e)) that the strength advantage of the
Zr-modified alloys is, at best, a factor of 2. For example,
at a strain rate of 10 -_ s-t, the flow stress for NiAI-

0.3/0.7Zr is --40 MPa compared to -20 MPa for binary
NiA]. Also, it can be envisioned via extrapolation of the
current 1400 K data that all the Zr-modified alloys and
binary NiA1 will have nearly equal strengths at a strain rate
of about 10 -s s -].

In terms of the relationship between strength and Zr con-
tent, the results in Figure 10 clearly indicate that the two-
phase alloys (0.3 and 0.7Zr) are stronger than the
single-phase compositions (0.05 and 0.1Zr) and binary
NiAI under all current test conditions. However, strength

does not always scale in direct proportion with increasing
Zr level. In general, increasing temperatures or decreasing
strain rate diminish the importance of Zr. Certainly at 1100
K (Figure 10(b)), and presumably also at 1000 K (Figure
10(a)), strength at all strain rates increases with increasing
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Zr content. But at 1200 K (Figure 10(c)), the two solid-

solution alloys have similar strengths, while both two-phase

alloys continue to order as their Zr content. At 1300 and

1400 K (Figures 10(d) and (e)), the 0.3 and 0.7Zr alloys

demonstrate about the same resistance to deformation

which is, in turn, somewhat better than the single-phase

materials. Compared to the 1200 K results (Figure 10(c)),

behavior of the 0.05 and 0.1Zr alloys at 1300 K (Figure

10(d)) is anomalous. In addition to the reemergence of the

strength of 0.1Zr over 0.05Zr at fast strain rates, 1300 K

testing also produced the situation where at -2 × l0 -7 s-',

the flow stress of NiAI-0.1Zr was less than that for NiAI-

0.05Zr or even NiA1. Because the grain size of NiA1-0.1Zr

remained small (-I0 /.zm) while that of NiA1-0.05Zr

increased to 17 tzm (Table Ill), it is likely that the low

strength of NiAI-0.1Zr at 1300 K and _10 -7 S-' is due to

an increasing contribution from grain-boundary deforma-

tion mechanisms similar to those observed in NiAl. I-_G.271

The data in Figure 10, taken as a whole, demonstrate that

Zr additions up to 0.7 pct in polycrystalline NiA1 will not

produce a significant improvement in creep behavior if ap-

plications at very high temperatures and slower strain rates

are the objective. On the other hand, Zr can be quite ad-

vantageous for lower temperature deformation resistance.

For example, at 1100 K (Figure 10(b)), even as little as

0.05Zr produces a large relative strengthening. However, to

produce meaningful strength levels over a broader range of

temperatures and strain rates, it appears that a distribution

of Ni=A1Zr precipitates will be necessary. Thus, Zr concen-

trations greater than 0.1 pct will be required. However, the
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_ Table il. Temperature-Compensated Exponential Law, Temperature-Compensated Power Law, and Power-Law Fits of the
Flow Stress-Strain Rate Data for NiAI Alloys Containing Various Amounts of Zr

(a) Temperature-Compensated Exponential Law Analysis

Number of Temperature

Material Data Points Range (K) A (s -_) C (MPa) -_ Q (kJ/mol) R,I2 6, 6_ (kJ/mol)

NiA1-0.05Zr 12 1000 to 1200 9.97 × 10 x 0.0451 405 0.935 0.0052 35.9

NiAI-0.1Zr 9 1100 to 1300 5.17 × 10 _4 0.0314 505 0.864 0.0056 75.8

NiAI-0.3Zr 5 1100 to 1200 7.26 X 10 _2 0.0214 467 0.928 0.0045 102.3

NiAI-0.7Zr 8 1000 to 1200 1.97 × 10 u 0.0239 538 0.935 0.0055 57.2

NiA1 12 900 to 1100 1.40 × 104 0.187 317 0.917 0.020 36.1

(b) Temperature-Compensated Power-Law Analysis

Number of Temperature

Material Data Points Range (K) B (s -_) n Q (kJ/mol) R,_-" 6, 6_ (kJ/mol)

NiA1-0.05Zr 17 1000 to 1200 9.03 × 10 -2 4.00 292 0.985 0.17 10.3

NiA1-0.1Zr 11 1100 to 1300 2.88 × 105 2.97 391 0.967 0.21 30.7

NiAI-0.3Zr 20 1100 to 1400 3.69 × 105 4.33 471 0.970 0.19 22.5

NiA1-0.7Zr 22 1100 to 1400 2.38 × 10 x 4.57 555 0.993 0.10 12.6

NiAll2Ol 73 1100 to 1400 0. t6 5.75 314 0.990 0.05 5.1

(c) Power-Law Analysis

Number of Temperature

Material Data Points (K) B (s -_) n Ra 2 6,

NiA1-0.05Zr 10 1300 7.76 × 10 -_4 4.79 0.988 0.19

NiAI-0.1Zr 4 1400 1.05 X 10 -_-" 4.76 0.993 0.28

Ni-49.2AP 2u 3 1000 2.23 x 10 -t'_ 6.85 0.999 0.18

current results (Figure 10) indicate that no real strength ad-

vantage exists for Zr contents above 0.3 pct, and the degree

of damage from 1400 K oxidation suggests that an increase

from 0.3 pct Zr (Figure 9(c)) to 0.7 pct Zr (Figure 9(d))

probably leads to a lowered environmental resistance due

to internal oxidation. In view of the relatively minor oxi-

dative attack in the 0.1 pct Zr alloy (Figure 9(b)) compared

to the 0.3 pct Zr version (Figure 9(c)) after similar 1400 K

testing as well as the near equivalence of elevated-temper-

ature strength for the current two Heusler-strengthened ma-

terials, alloys with Zr contents between 0.1 and 0.3 pct

should possess the optimum properties and would be wor-

thy of further investigation.

Finally, it should be noted once again that both of the

present two-phase alloys were tested in the as-hipped con-

dition (1533 K-241 MPa-5 hours). If two-phase systems

are the best choice for improving the mechanical strength

at and below 1200 K, then heat-treatment studies that affect

the precipitate size and distribution should be undertaken.

Through analogy with y'-strengthened Ni-base alloys, it is

possible that the intermediate temperature strength of po-

lycrystalline NiAI-Ni2A1Zr alloys can be significantly in-

creased above current levels by appropriate heat treatments,

perhaps combined with further alloying additions.

B. Deformation Mechanisms in Zr-Modified NiAI

The present study indicates that the Zr-modified materi-

als are consistently stronger than binary NiAI and that the

two-phase systems demonstrate real potential for interme-

diate temperature applications. Possible reasons for the in-

creased strength of the Zr-modified alloys over binary NiAI

can be found in the magnitudes of the deformation para-

meters listed in Table II. In particular, the activation ener-

gies from the temperature-compensated power law regime

(Table II(b)) for the four Zr-modified alloys generally in-

crease with increasing Zr content. This trend indicates that

thermally activated deformation is becoming more difficult

as the amount of Zr is increased. Such behavior could be

partly due to a changing dislocation deformation mecha-

nism as reflected in the stress exponents.

Creep in polycrystalline NiA1 containing from 44 to 50.6

A! is dislocation climb controlled between 1100 and 1400

K, involving:the formation of subgrains,I24J and this results

in a stress exponent of about 5.8 (Table ll(b)). Upon the

addition of very small amounts of-Zr to NiAI, dramatic

decreases in the stress exponents are observed in both sin-

gle-phase.all0ys at lower test temperatures: n = 4 for NiA1-
0.05Zr between 1000 and 1200 Kand n = 3 for NiAI-0.1Zr

between 1100 and 1300 K (Table II(b)). In general, such

stress exponents are indicative of a transition from climb-

controlled creep to a viscous glide creep mechanism where

the maintenance of an atmosphere of solute atoms around

a dislocation inhibits its motion. At higher temperatures,

however, both alloys demonstrate an apparent change to a

higher stress exponent, where n is 4.8 for both NiAI-0.05Zr

at 1300 K and NiAI-0.1Zr at 1400 K (Table If(c)). Thus,

it appears that NiA1-Zr solid solutions undergo a class M

to class A transition in creep mechanism (a change in stress

exponent from about 5 to 3), as discussed by Langdon E281
for a number of metallic solid solutions.

Raj et al. [29] have studied deformation of the single-phase

B2 alloy Ni-30AI-20Fe-0.05Zr between 1073 and 1300 K,

and they observed a similar transition in stress exponent to
that found in the 0.05 and 0.1 Zr-modified nickel alumin-
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i(a)

(c) i(,_)

Fig. 9--Unetched near-surface microstructure of compression-tested Zr-modified NiAI. (a) 0.05Zr tested at 1300 K at 2.2 × ]0 7 s-_ to 6.5 pet strain, (b)

0.1Zr tested at 1400 K at 2.2 × |0" s -L to 8.5 pet strain, (c) 0.3Zr tested at 1400 K at 1.5 x l0 -c' s-_ to 6.4 pet strain, and (d) 0.7Zr tested at 1400 K

at 1.7 × ]0 -_' s -_ to 7.0 pet strain.

Table !I!. Post-Test Average Grain Dimensions for NiAI Alloys Containing Various Amounts of Zr

Deformation Conditions

Temper-
ature, K 1000 1000 1100 1100 1100 1200 1200 1200 1300 1300 1300 1400 1400 1400

Strain
Rate, s-' 2x10 -s 2X10 -7 2X10 -s 2x10 -_' 2X10 -7 2X10 -5 2X10 -c' 2XI0-7 2xi0-4 2xl0-r' 2X10-7 2x10-3 2x10-4 2x10-¢'

Material Grain Size (/.tm)

NiA1-0.05Zr 13 12 12 12 -- 15 14 12 12" -- 17 not tested at 1400
NiA1-0.1Zr not tested 8 -- 8 9 -- 10 9 -- 9 -- 8 14
NiA1-0.3Zr not tested 50** -- 44 44 40 -- 44 45 -- 45 -- 47
NiAI-0.7Zr 45 -- 45 -- -- 47 38 -- 46 50 -- 55 -- 57

*Tested at 2 x 10 -s s-L

**Tested at 2 × 10 -" s-L

ides. Specifically, they reported two different power law
stress exponent regimes (Table IV). Their 1073 K and faster
1200 K flow stress-strain rate results could be best de-

scribed by an n of -2.5, while the slower 1200 and 1300
K data exhibited a stress exponent of about 4.6. Raj et al.
concluded that this transition from high stress exponent to
a lower one with decreasing temperature or increasing

stress was the result of a change in deformation mechanism
from dislocation-climb to viscous glide-controlled creep.
Furthermore, through comparison of their n _ 3 data to
various models for viscous glide creep, they concluded that
glide-controlled creep in Ni-30A1-20Fe-O.05Zr could be de-
scribed by the Cottrell-Jaswon modelJ 321where the solid-
solution strengthening was primarily due to Fc and not Zr.
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Table IV. Temperature-Compensated-Power-Law Fits of Stress-Strain Rate Data for Single-Phase and Heusler-Strengthened
NiAI Alloys

Composition Temperature Activation

(At. Pct) Second Phase Range (K) Stress Exponent Energy (kJ/mol) Reference

Ni-30AI-20Fe-0.05Zr none 1073 to 1300 2.5 to 4.6 310 29

Ni-45AI-5Ti none 1200 to 1300 3.05 385 30

Ni-40AI-10Ti Ni_,A1Ti 1200 to 1300 2.46 279 30

Ni-35Al-15Ti NizAITi 1171 to 1419 3.53 275 12

Ni-47A1-0.8Hf Ni2AIHf 1200 to 1400 3 435 14

NiAI-1Hf

(single-crystal) NizA1Hf + G phase 1200 to 1400 4.13 379 6

Ni-49.5Hf-0.5Hf

(single crystal) NizAlHf + G phase -- -- 454 31
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Fig. 1l--(a) and (h) Comparison of the normalized creep rate and stress
tbr NiAI and its alloys with the predicted behavior based on the Cottrell-

Jaswon model of viscous glide controlled creep.

Following the reformulation of the Cottrell-Jaswon

mechanism, as proposed by Raj et al., Izg] the normalized

creep rate for viscous glide-controlled creep is given by

kT/DEB = (18/eZc) • (kT/Eb3) 2 • (o-/E) 3 [3]

where k is Boltzmann's constant and c is the concentration

of solute in mole fraction, and for NiAt alloys, the follow-

ing apply:

D is the diffusion coefficient _ 10 -4

(- 310,000/RT) in mVs;

exp

E is the elastic modulus = 237,000 - 51T in MPa; I331

b is the magnitude of the Burgers vector = 0.2876

nm; and

e is the solute-solvent size difference = 0.25 for Zr.

Normalized creep rates for NiAI as well as NiA1-0.05Zr

and NiAI-0.1Zr are presented as a function of modulus nor-

malized stress in Figure l l(a). For simplicity, the binary

data were taken from 1100 to 1400 K testing of Ni-

49.2AI, t2s_ and the Zr-modified results were restricted to

those points in the n = 3 (NiAI-0.1Zr) or 4 (NiAI-0.05Zr)

regime. These data point out the large differences in

strength between binary NiAI and its Zr-modified alloys at

high stresses and the apparent convergence of all the ma-

terials below o-/E -_ 10 -4. The Cottrell-Jaswon model pre-

dictions of the normalized creep rates (Eq. [3]) for

NiAI-0.05Zr and NiA1-0.1Zr are represented by the dashed

and solid lines, respectively, in Figure !1. These curves

were calculated for 1200 K; estimates at higher or lower

temperatures simply gave a series of very closely spaced,

parallel lines bracketing the present two curves.

Although Figure 1 l(a) indicates that the actual strengths

of NiA1-0.05/0.1Zr are greater than the predictions, these

differences could simply be due to an error in the strain-

rate normalization procedure. If, for example, the frequency

factor in the diffusion equation was 2 × 10 -5 m2/s, instead

of 10 -4 m2/s assumed by Raj et al., I2_1normalization brings

the vast majority of the data for Zr-modified NiAI into co-

incidence (Figure 1 l(b)) with the Cottrell-Jaswon model.

Since a pre-exponential diffusion factor of 2 × 10 -_ m2/s

is well within commonly accepted values for this constant,

it appears that excellent agreement exists between theory

and measurement. Therefore, viscous creep in NiAI-Zr

solid solutions is probably controlled by Zr atmospheres

around gliding dislocations.
Without detailed microstructural and heat-treatment stud-

ies, little can be said about the controlling deformation
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mechanisms in the two-phase Zr-modified alloys (NiA1-

0.3Zr and NiA1-0.7Zr). The stress exponents and activation

energies for these two materials are significantly different

from those measured for other polycrystalline Heusler-

strengthened nickel aluminides. For example, Ni2AlTi-con-

taining alloys have n _ 3 and Q _ 300 kJ/mol, while

NiA1-Ni2A1Hf possesses a stress exponent of 3 and acti-

vation energy of 435 kJ/mol (Table IV). The present two-

phase Zr-modified materials have both higher stress

exponents (n _ 4.5) and activation energies ((Q _ 500

kJ/mol) Table II(b)). In addition, both of the current

Ni2AlZr-strengthened alloys display similar mechanical

properties, even though the volume fraction of Heusler pre-

cipitate in NiAI-0.7Zr is potentially three times that in

NiAI-0.3Zr. Therefore, much work remains before a

reasonable understanding of Zr-precipitation-strengthened

NiAI can be suggested.

V. SUMMARY OF RESULTS

Elevated-temperature deformation has been examined

between 1000 and 1400 K for a series of polycrystalline

B2 crystal-structure nickel aluminides containing from 0.05

to 0.7 at. pct Zr. While any concentration of this third el-

ement is a potent strengthening agent under lower temper-

ature and faster strain-rate conditions, the data for the

single-phase alloys (Zr < 0.1 at. pet) do not indicate much

improvement over binary NiA1 for higher temperature and

slower strain rate applications.

The strengthening observed in the single-phase alloys

are consistent with a mechanism by which Zr atmospheres

control creep by a viscous glide process. Two-phase NiAI-

Ni2A1Zr alloys, however, do display strength advantages

over single-phase materials under all test conditions. Sur-

prisingly, resistance to deformation was not significantly
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affected by the amount of the second phase, with both

NiAI-0.3Zr and NiAI-0.7Zr displaying similar mechanical

properties. Oxidation resistance, on the other hand, was

affected by Zr content, where the degree of microstruc-

tural damage was worst in the highest Zr-level alloy.

VI. CONCLUSIONS

Based on the strength properties and microstructural

damage from oxidation of polycrystalline Zr-modified

NiAI, it is concluded that optimum elevated-temperature

behavior (high strength and adequate oxidation resistance)

could be obtained in two-phase, Heusler-strengthened NiA1

containing between 0.1 and 0.3 at. pct Zr.

APPENDIX

900 to 1100 K stress-strain-strain rate behavior of

Ni-50.6A!

To extend the range of flow stress-strain rate-tempera-

ture data for binary NiAI, compression samples were cut

from a bar of hot extruded Ni-50.6A1 powder and tested

under constant-velocity conditions between 900 and 1100

K in the same manner as described in Section II. The alloy

composition, consolidation procedures, and grain size are
noted in Table I. The same heat of material was also tested

in References 16, 17, and 20.

True compressive stress-strain curves from the con-

stant-velocity testing are presented as a function of tem-

perature and nominal strain rate in Figures 12(a) through

(c). These curves possess similar characteristics under all

test conditions, where rapid work hardening occurs over

the first --2 pct strain and is followed by much slower

strain hardening for the faster deformation/lower temper-

ature conditions or by continued flow under an approxi-

mately constant stress. The flow stress-strain rate data,

taken at 3 pct strain from Figures 12(a) through (c), are

shown in Figure 12(d). With the exception of the slowest

strain-rate result for 1100 K, the data could be adequately

described by a temperature-compensated exponential law

(Eq. [1 ]), and the appropriate parameters for this descrip-

tion are reported in Table II. The activation energy of 317

kJ/mol from this analysis is identical to the 314.2 kJ/mol

activation energy reported for a temperature-compensated

power law fit of 1 100 to 1400 K data from NiA1 contain-

ing from 44 to 50.6Al.IZ4J
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